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Arc welding is one of the key processes in industrial manufacturing,
with welders using two types of processes - gas metal arc welding
(GMAW) and gas tungsten arc welding (GTAW).   This new book
provides a survey-oriented account of the modeling, sensing, and
automatic control of the GMAW process.Researchers are presented with
the most recent information in the areas of modeling, sensing and
automatic control of the GMAW process, collecting a number of original
research results on the topic from the authors and colleagues.
Providing an overview of a variety of topics, this boo


