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Kaufman prevents this summary of data on the fracture characteristics
of aluminum alloys, broadly based on a publication by Alcoa in 1964,
Fracture Characteristics of Aluminum Alloys . Coverage includes tensile
properties as indicators of fracture behavior; notched-bar impact and
related tests for t



