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Sommario/riassunto Compostable Polymer Materials, Second Edition, deals with the
environmentally important family of polymers designed to be disposed
of in industrial and municipal compost facilities after their useful life.
These compostable plastics undergo degradation and leave no visible,
distinguishable, or toxic residue.



