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Determination of Oxygen Content in Pervoskite-Type Cathode

Coatings; Raman Spectroscopy Study of YSZ Co-Doped with
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WO3 Doping on Microstructural and Electrical Properties of ZnO-
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Layer Prepared by Micro Arc Oxidation on Aluminum Alloy 6061
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Short Fiber; Low Sintering Temperature for Li-, Sb-, and Ta- Modified
(K,Na)NbO3-Based Ceramics from Nanopowders; Spark Plasma Sintered
WC-Ni Cemented Carbides with Various Contents of ZrC Nano-Powder;
Composition Modification and Mechanical Properties of Solidified TiB2-
Based Ceramic Prepared by Combustion Synthesis in Ultra-High Gravity
Field

Microstructures and Properties of TiC-TiB2 Composites Prepared by
Combustion Synthesis in Enhanced High-Gravity Field Microstructure
and Fracture Behavior of the Joint of Solidified TiB2 Ceramic with Ti-
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Collection of selected, peer reviewed papers from the Fourth Annual
Meeting on Testing and Evaluation of Inorganic Materials, June 7-9,
2013, Guilin, China. The 77 papers are grouped as follows: Chapter 1:
Chemical Composition and Microstructure; Chapter 2: Mechanical and
Physical Properties; Chapter 3: Testing Techniques and Devices. The
meeting focused on the mechanical, chemical, and physical properties
and the microstructure of ceramics, glass, and concrete and on
techniques for testing such properties. The 77 papers include
discussions of the microstructure and chemical composition of bor
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